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INTRODUCTION 

D u r i n g  the period June 20 - August  12,  1980, f i e ld  surveys 
including grid establishment, so i l  geochemistry and total  f i e ld  magnetics 
were carried out on the Balsam 1 & 2 and Windy 2 ,  3 ,  & 4 claims of the 
McDame Tungsten Property. 

The surveys represent par t  of Shell Canada's second f i e ld  
season on the property since optioning i t  from Bill Kuhn on September 
17, 1979. 

Presented in th i s  report are the resul ts  o f  the f i e l d  surveys 
specified above, which are  t o  be applied as work credi ts  t o  the Balsam 
1 & 2 claims. 
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1. 

PRO PERT Y 

The McDame Property i s  composed of 10 continuous claim groups 
to t a l l i ng  109 units centered approximately 7 km north of the Town of 
Cassiar, B.C.  i n  the Liard Mining Division, NTS 104P/5W. 

The Balsam 1 & 2 and Windy 2, 3 ,  & 4 claims form the southern 
portion of the property upon which most of the detai led f i e l d  work of the 
1980 season was concentrated. 

Claim numbers, recording and expiry dates a re  tabulated below: 

Record Claim Recording Assessment 
Number Name Date Due Date Units Hectares 

693 Balsam 1 Oct. 20/78 Oct. 20/80 12 300 
694 Balsam 2 Oct. 20/78 Oct. 20/80 6 150 
597 Windy 2 Aug . 1/78 Aug. 1/81 12 300 
598 Windy 3 Aug. 1/78 Aug. 1/81 9 225 
599 Windy 4 Rug. 1/78 Aug. 1/81 12 300 



Figure 1 



3 .  

ACCESS AND TOPOGRAPHY 

The McDame Proper ty  i s  r e a d i l y  access ib le  by 4-wheel d r i v e  
veh ic le  f rom the Town o f  Cass iar  v i a  the  Cassiar  Mine Va l ley  Road which 
extends northward along the  e a s t  s ide  of t he  p r o j e c t  area. 

Approximately 10 km n o r t h  o f  town, a rough t r a c t o r  road branches 
southwest o f f  t he  Mine Va l l ey  Road i n t o  t h e  i n t e r i o r  o f  the  Windy 2 c la ims 
and w i t h i n  h i k i n g  d is tance o f  Windy 3, 4 and Balsam 1 & 2. 

The c la ims l i e  w i t h i n  an area o f  rugged a l p i n e  r e l i e f  w i t h  
peaks reaching e leva t i ons  o f  1,950 m, a v e r t i c a l  r i s e  of 600 m above the 
i n te rven ing  v a l l e y  f l o o r s .  (F igure  2)  

A nor theas t  t rend ing  v a l l e y  d i a g o n a l l y  crosses the Balsam 1 
claims. 





5. 

HISTORY OF PAST EXPLORATION 

In  1961, Reliance Minerals carried out surface trenching and 
bulk sampling on the Contact Pb, Z n ,  showing along the western edge o f  
the contact quartz monzonite stock underlying the Windy 4 claims. 

H .  Gabrielse mapped the stratigraphy and intrusives eas t  of 
the Cassiar Batholith d u r i n g  1950 - 54, recorded i n  GSC Memoir 319 (1963). 

A.  Panteleyev has more recently completed a study of the geology 
and mineralization associated w i t h  the Cassiar Stock. This i s  recorded 
i n  the Report of Activit ies f o r  1978. 

There a re  no previous documented reports of Tungsten Exploration 
in the Upper Atan and Goodhope Limestone-Dolomitic Formations which under- 
l i e  the Balsam 1 & 2 and Windy 2 & 3 claims. 



6. 

GENERAL PROPERTY GEOLOGY 

The Balsam 1 & 2 claims s t raddle  the eastern contact of the 
Cassiar Batholith, a Lower Cretaceous homogeneous t o  porphyrit ic Bio t i te  
Quartz Monzonite conplex which forms the core of the Ominica Crystal l ine 
Belt in northern British Columbia. 

The Batholith has intruded a north-northwest t r e n d i n g ,  eas te r ly  
d i p p i n g  sequence o f  Proterozoic t o  Middle Ordovician Carbonate and P e l i t i c  
sediments. 

Proterozoic t o  Lower Cambrian Goodhope Group limestones and 
contact diopside-garnet skarns and hornfels forms the dominant sedimentary 
u n i t  underlying the central  and eastern par t s  of the Balsam 1 and Balsam 
2 claims. 

Lower Cambrian quar tz i tes ,  s i l  tstones and b io t i te  hornfels of 
the Upper Atan Formation overl ies  the Goodhope Group t o  the e a s t  on the 
Windy 2 & 3 claims. 

The Windy and Contact stocks,  two l a t e  phase d i f f e ren t i a t e s  of 
the Cassiar Batholith have i n t r u d e d  the sediments within 3 km of the eastern 
contact and diopsi de-garnet-( sulphide) skarns containing e r r a t i c  scheel i te; 
chalcopyrite and sphaler i te  a r e  developed w i t h i n  t h e i r  thermal aureoles. 



7.  

G R I D  ESTABLISHMENT 

A metric g r i d  having a baseline Azimuth of 335' was established 
over portions of the Balsam 1 & 2,  and Windy 2, 3, & 4 claims which  a re  
underlain by Upper Atan and Goodhope Carbonate units. 

The gr id  covers the eastern 2/3 of the Balsam 1, northeastern 
3/4 of Balsam 2 ,  southwest 1 / 2  of Windy 2 ,  southern 3/4 of Windy 3 and 
southern 1/3 of the Windy 4 claims. 

For assessment purposes, the following subdivision can be made: 

C 1  aim # Line Km (Including % of Total 
Baseline) 

.Balsam 1 22,125 km 
Balsam 2 9.325 km 
Windy 2 19.150 km 
Windy 3 17.235 km 
Windy 4 11.705 km 

28% 
12% 
24% 
22% 
14% 

Total 79.54 km 100% 

Wooden l a ths  2" x %'' x 3 '  in s i ze  were used fo r  s t a t ion  pickets.  

Winglines were spaced a t  100 m in te rva ls  and l i ne  s t a t ions  25 m apar t .  

The grid was established between the dates June 20 - July 3,  1980 
by Shell Canada personnel. 



8. 

SOIL GEOCHEMISTRY 

A.  Sampling Technique 

Detailed so i l  and ta lus  f ine  geochemistry was completed over 
much of the alpine slope areas covered by the Balsam 1 & 2 and Windy 2,  
3 & 4 claims. 

Sampling was not done through the valley crosscutting the Balsam 
1 claims because o f  excessive d i l u t i o n  of residual metal anomalies by 
transported glacial  material. 

Talus f ines  were collected from the steeper alpine slopes and 
" B l l  horizon soi 1 from the topographical ly lower areas. 

Three quarters o f  a Kraft sample bag o f  material was collec.ted a t  
50 m stat ion intervals  along established g r i d  l ines .  

The samples were dried i n  camp and sh ipped  t o  Chemex Labs, 212 
Brooksbank Avenue, North Vancouver, f o r  processing and analysis for  W ,  Mo, 
and  Z n .  

A to ta l  of 1,106 samples were analyzed. 

B.  Analytical Technique 

I n  the lab the samples were dried a second time a t  60' C and sieved, 
the -80 mesh fract ion retained fo r  analysis and the oversized stored. 

The f o l l  owing analytical methods were used for  quanti t ive  metal 
determinations. 

Metal Ex t rac t i  on Determination Detection Limit 

Tu ng s ten S i  nter Colorimetry 2 PPm 

Molybdenum Perchloric- Atomic Absorption 1 ppm 
Zinc Nitric Acid Spectrometry 

C .  Geochemical Resul t s  

The W ,  Mo and Zn analytical resul ts  are presented on the Geo- 
chemical Plans Figures 3 ,  4 ,  & 5 and the raw data f i l ed  i n  Appendix 1. 

Background W ,  Zn and Mo concentrations were calculated as the 
arithmetric mean ( i )  of the sample population of each element. 

Tungsten 30 PPm 
Zinc 185 ppm 
M o 1 y bde n um 5 PPm 



9. 

Secondary dispersion patterns of both tungsten and zinc in s o i l s  
a r e  spa t i a l ly  associated w i t h  the Upper Atan and Goodhope Carbonate formations. 

Tungs ten  anomalies of grea te r  than 400 ppm over a background of 
30 ppm were outlined a t  6 separate locations.  

An anomalous trend 2,100 m i n  length can be traced along the Upper 
Atan Carbonate formation and i t s  northern extension from L2S t o  L19N. 

There i s  a s l i g h t  smearing of the anomaly west due t o  hydromorphic 
dispersion downslope. 

Three anomalies were a l so  delineated between L5S and L15S within 
Upper Atan Carbonates. 

Two of the anomalies a r e  c i r c u l a r  i n  shape, occupying the contact 
aureoles of two small quartz feldspar porphyry plugs centered over L7S and 
L13+5S. 

The  Goodhope Limestone formation exposed on the Balsam 2 claims 
produced a 200 m 100 - 400 ppm W anomaly d i r e c t l y  overlying the Dead Goat 
Showing . 

The or ig in  o f  a second 225 - 400 ppm anomaly a t  the west end of 
L5S has n o t  been investigated.  

Zinc in soi ls  produced a strong +400 ppm dispersion pattern over 
the south  extension of the Upper Atan Carbonates between L6S and U5S. 

There does not appear t o  be the same spa t ia l  a f f i n i t y  f o r  the 

Two anomalies fur ther  n o r t h  coincide with the Western Contact of 

quartz-feldspar porphyry plugs as was shown by tungsten in s o i l s .  

the Upper Atan limestone. 
d i r ec t ly  overl ies  the Kuhn Showing. 

within the Kechika calcareous and argi l laceous s i l t s t o n e s .  

The southern one s i tua ted  between L1N - '-3s 

Several zinc anomalies a l so  appear t o  or ig ina te  fur ther  upslope from 

An 800 m zinc anomaly was outlined over the Dead Goad Zone within 
Goodhope limestones. 
diopside-sulphide skarns developed along the e a s t  and west contacts.  

The highest sample values coincide w i t h  the two garnet- 

Molybdenum was found i n  anomalous concentrations in several isolated 
areas,  the most extensive associated w i t h  the eastern Upper Atan Carbonate 
contact between L4N and L5N. 



10. 

Brecc iated q u a r t z i t i c  s i l t s t o n e  t a l u s  rubb le  conta in ing  disseminated 
molybdenite was found by prospect ing i n  t h i s  area. 

There were no s i g n i f i c a n t  molybdenum anomalies detected around the  
quar tz - fe ldspar  poprhyry p lugs as one might have expected f o r  l a t e  phase 
d i f f e r e n t i a t e s  o f  t h i s  type. 

Two 225 ppm anomalies a re  associated w i t h  the per iphery o f  
t h e  Contact Stock exposed a t  t he  west ends o f  L3S and LlOS. 



11. 

GEOPHYSICS - TOTAL FIELD MAGNETICS 

A magnetometer survey was completed over the en t i r e  g r i d  area 
covering the Balsam 1 & 2 and Windy 2 & 3 claims. 

Only t h a t  portion of the survey covering the Balsam claims i s  
being submitted a t  t h i s  time. 

Readings were taken a t  12.5 m s ta t ion  intervals  along g r i d  l ines 
u s i n g  a GM-122 Magnetometer. A to ta l  of 2,550 readings were recorded over 
the Balsam ground. 

Diurnal magnetic d r i f t  was continuously monitored using a Barringer 
MR-10 Base Station Recorder and corrections made to  the f i e ld  d a t a  a t  the 
end of each day. 

For data enhancement a constant fac tor  of 50,000 gammas was 

The data was t h e n  computer contoured a t  100 gamma 
subtracted from each to ta l  f i e ld  reading and the resultant number multiplied 
by a factor  of 10. 
intervals.  

The data covering the Balsam 1 & 2 claims has been redrafted into 

A subtle magnetic trend i s  developed over the Goodhope limestone 

the Total Field Magnetics Plan (Figure 6 ) .  

u n i t  and i t s  projected northerly extension from L1S t o  L7N where i t  i s  
buried by glacial  cover. 

The magnetic expression of the Balsam 1 claims fur ther  north was 
f l a t  and added l i t t l e  t o  understanding the geology of t h i s  area. 



SUMMARY OF EXPENDITURES - MCDAME PROJECT 

Balsam 1 & 2 and Windy 2, 3,  & 4 Claims 
June 20 - November 14, 1980 

Gr id  Establishment (June 20 - July 3,  1980; 14 days) 

1. Wages 

Gordon Moffat 
Brad Cooke 
Grant Knowles 
Lorie Moffat 
John Harrop 
B i  11 Goldbeck 
Bob Lo 
Carl Dolle 
Andy Olney 
Geoff Orr 
Andy Hogg 

2. Room and Board 

8 days @ $100/day 
8 days @ $61.67/day 

11 days @ $53.33/day 
13 days @ $47.77/day 
10 days @ $41.33/day 
4 days @ $36.40/day 
8 days @ $46.67/day 
2 days @ $50.00/day 
2 days @ $58.33/day 
2 days @ $35.00/day 
- 3 days @ $35.00/day 
67 mandays 

67 mandays @ $45.00/day 

3. Supplies 

60 bundles wooden la ths  @ $21.50/ea. 

24 r o l l s  red flagging 8 $1.15/roll 
24 cans f luorescent  red spray paint @ $4.15/can 

250 2'' x 2'' x 3 '  wooden stakes @ $75.00/ea. 

4. Helicopter S u p p o r t  

June 29 - moving pickets 
Frontier He1 i copters L t d .  
JetRanger 206 2.1 hours @ $400.00/hr 

Sub-Total (1) 

Geochemical Survey (July 4 - A u g u s t  1 2 ,  1980) 

1. Wages 

Lorie Moffat 
John Harrop 
Bill Goldbeck 

11 days @ $47.77/day 
9 days @ $41.33/day 
- 17 days @ $36.40/day 
43 mandays 

2. Room and Board 

43 mandays x $45.00/day 

$ 800.00 
493.36 
486.63 
621.01 
413.30 
145.60 
373.36 
100 .oo 
116.66 
70.00 
70.00 

$3,015 .OO 

$1,290 .oo 
187.50 
27.60 
99.60 

$ 840.00 
$9,249.62 

$ 525.47 
371.97 
618.80 

$1,935.00 

... Continued 



Summary o f  Expendi tures 
McDame Project 
(Cont ' d ) 

3. Supplies 

1,500 Kraft s o i l  sample bags @ $9.20/ea. $ 138.00 

4. Analytical Charges (Chemex Labs, Vancouver) 

a )  Preparation 

1,242 samples @ $0.5O/sample $ 621.00 

b )  Analysis ( C u ,  Mo, Zn & W )  

1,242 samples @ $6.80/sample $8,445.60 
Sub-Total (2) $12,655.84 

Magnetometer Survey (Ju ly  10 - July 20/80) 

1. Wages 

Bob Lo 10 days @ $46.67/day 

2. Room and Board 

10 mandays x $45.00/day 

3 .  Equipment Rental 

GM-122 Portable Magnetometer 
2 weeks (3 $360.00/mo 

$ 466.70 

$ 450.00 

$ 180.00 

MR-10 Base S ta t ion  Recorder 
2 weeks (3 $1,200.00/mo $ 600.00 

Sub-Total ( 3 )  $1,696.70 

Report Writing and Map Preparation (November 3 - 14, 1980) 

G .  W. Moffat 10 days (3 $100.00/day 
Sub-Total ( 4 )  

Transportation (Truck) 

20% of to t a l  ( sub to ta l s  1+2+3+4) 
20% x $24,602.16 

$1,000.00 
81,000.00 

$4,920.43 

TOTAL EXPENDITURES $29,522.59 



14. 

DISTRIBUTION OF SURVEY WORK 

WORK CREDIT BALSAM 1 BALSAM 2 WINDY 2 WINDY 3 WINDY 4 

1. G r i d  Estab- 28% 12% 24% 22% 14% 
1 ishment $2,589.89 $1,109.95 $2,219.91 $2,034.92 $1,294.95 
($9,249.62) 

2. Geochemical 25% 11% 3 5% 21% 8% 
Survey $3,163.95 $1,392.13 $4,429.54 $2,657.73 $1,012.47 
($12,655.84) 

3. Magnetometer 28% 12% 24% 22% 14% 
Survey $ 475.08 $ 203.60 $ 407.21 $ 373.2.7 $ 237.54 
($1,696.70) 

$6,228.92 $2,705.68 $7,056.66 $5,065.92 $2,544.96 

4. Transporta- $ 984.09 $ 984.09 $ 984.09 $ 984.09 $ 984.09 
t i o n  

TOTAL: $7,213.01 $3,689.77 $8,040.75 $6,050.01 $3,529.05 



STATEMENT OF QUALIFICATIONS OF AUTHOR 

I ,  Gordon W. Moffat, s t a t e  that  I am a Geologist w i t h  the 
Western Base Metals Department of Shell Canada Resources Limited of 
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the University of Toronto (1974) and have practiced by profession f o r  
the past six years. 

I obtained a B. A. Sc. Degree i n  Geological Engineering from 

I am a registered Professional Engineer of the Province of 

I personally supervised the f i e ld  work summarized i n  this 
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report. 
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1 
2 
1 

44 370 40 
300 60 

14 
14 17 

11 
32 4 

7 2  8 
3 2  

6 7 2  

3a 

7 - 
22 6 

34 9 

14 17 56 35 

4 1 

4 1 
0410 6 1 

0413 10 

I -17 8 

__ - -- - - - I __ __ __ - 

2 40 1 If 
48 12 1 

5 52 
6 4  6 

7 36 
7 44 
6 18 
6 54 
10 

8 
10 
10 

8 
6 
2 
8 
4 

00435 4 

00437 9 

00439 1 
00440 3 
00441 1 22 

14 
00436 

00438 
2 I 



- 
212 BROOKSBANK AVE 
NORTH VANCOUVER, B.C 
CANADA V7J 2C1 

CHEMEX LABS LTD. 
TELEPHONE (604)984-022 1 . ANALYTICAL CHEMISTS . GEOCHEMISTS REGISTERED ASSAYERS TELEX 043-52597 

Sarnp I e cu M O  Zn w 

0 3 4 4 5  1 0  3 6 0  6 
0 0 4 6 6  10  1 4 2  2 2  
0 0 4 4 7  6 1 32 5 
00448 4 1 16 7 
00449 6 1 3 8  10 
00450  4 1 1 8  9 
0045 1 2 1 1 8  11 
0 0 4 5 2  4 1 2 2  6 
00453 6 1 42 1 3  

10 -ll_l 8 5 2  _____I 1 2  0 0 4 5 4 ’  -I-_--- I - 
0 0 4 5 5  4 1 2 2  3 5  
3 0 6 5 6  4 4 2 4  20  

6 6 32 3 0  
c 6 1 32 6 

d e s c t  i p t  i o n  DDrn DDm DDm oom 

l_l - - 

0 : Shel l  Canada Resources L t d o t  
3ox 1 6 0  
Cassiart 8 - C O  
voc  1 E O  

CERTo # : A8010024-006-A 
I N V O I C E  # : 3 8 4 1 9  
DATE : 30-AUG-80 

0 0 4 5 9  
0 0 4 6 0  
0 0 4 6 1  
0 0 4 5 2  
90453 
0 0 4 5 4  
330465 
3 0 4 5 6  

--- 

____ 1111- 

18 

7 0  
3 7  
6 2  

1 4 4  

2 4  

Ir.. 
3 
2 
4 

12 
17 

9 
4 

5_s 
7 4  
6 4  
a 2  

2 7 3  
3 8  

23  0 
7 6  

7 

30  
7 
6 
7 
7 

1 5  

50 

7 3  - 1. 1 1 6  1 4  - -  ~ 

3 5  z 110 5 
3 0 4 6 9  
S 347  0 
3 0 4 7 1  
3 0 4 7 2  
3 9 4 7 3  
0 0 4 7 4  . 1 30475 
0 0 4 7 6  
00473 
0 0 4 7 0 ,  

6 
l a  
5 3  
40 
36 
25 
1 6  
3 0  
2 4  
1 8  

1 4  
3 2  

156 
80 

1 2 2  

1 
1 
3 

2 0  
2 5  

195 .  1 3  
28  1 
6 4  1 
6 0  1 
8 4  20  

I 
00479’ 1 3 5 0  3 2  44 2 5 0  
0 0 4 8 0  3 0  1 0  174 9 
0 0 4 8 1  2 4  3 1 0 2  3 0  

28  1 116 4 s  
1 8  1 120  2 5  

1 3 2  2 1 3 9  2 0 0  11 c t84 
I 
I 

U E U W  

CANADIAN TESTING 

I 
i 

I ASSOCIATION 

Certified by 



~~~ - ~~ 

212 BROOKSBANK AVE. 

NORTH VANCOUVER, B.C. 
CANADA V7J 2C1 

CHEMEX LABS LTD. 
TELEPHONE (604)984-0221 

043-52597 TELEX: 9 ANALYTICAL CHEMISTS GEOCHEMISTS REGISTERED ASSAYERS 

Samp I e c u  Mo Zn w 
d e s c r  i otion oDm DDRI DDrn DDm 
00485 26 1 74 1 
00486 16 1 18 1 
00487 2 2  1 108 30  
0 0 4 8 8  2 4  1 90 1 0  
00489' 3 8  1 -- a 8  10 

6 1 86  9 
8 1 86 10 

10 1 9 2  5 
1 0  1 5 4  6 

7 2  8 14 
6 1 46 9 

00490 
00491 
00492 
00493 
0 E 9 L  - 
00495 
90496 L 8 1 s o  ; 3  

6 1 76 2 
8 1 58 3 0 

9;,?99 2__ - "I -1 .-5tl- I - -_- - 1 
C)0500J 8 1 6 3  1 

_I__ -._I___-_____I - I 
1 ___ ___I_ _-I _- - I - _I__x - ___ - - - - 

1 
9' 5;: : 

1 [ CERTIFICATE OF A N A L Y S I S  1 1  
0 : S h e l l  Canada R e s o u r c e s  Ltd.9 

Box 160 
C a s s i a r t  8.C. 
V O C  1 E O  

C E R T o  If : A8010024-007-A 
INVOICE # : 38419 
DATE : 30-AUG-80 

MEMBER 

CANADIAN TESTING 
ASSOCIATION 

C e r t i f i e d  by .- Ik++-%. 



212 BROOKSBANK AVE. 
NORTH VANCOUVER, B.C. 
CANADA V7J 2C1 

AREA CODE: 604 
TELEPHONE: 984-0221 

1 E CHEMEX LABS LTD. TELEX: 04-352597 

1 

ANALYTICAL CHEMISTS GEOCHEMISTS REGISTERED ASSAYERS 

10050’ 1 
10051 2 
10052‘ 1 

CERTIFICATE OF ANALYSIS 

’, ’ 

CERTIFICATE NO. 53858 

10054 ’ 6 
10055’ 76 8 25 
10056’ 98 5 25 
20001 ’ 120 21 400 

INVOICE NO. 36674 She l l  Canada Resources Ltd.  TO: 

Box 160 
Cassiar, B.C. June 25/80 RECEIVED 

ATTN: VOC 1EO- ANA LYSE D July 7/80 
Brad Cooke PIULIECT f3091 U 

PPM PPM PPM 
cu Mo W 

10018 ’ 6 13 
10019 8 35 
10020 11 250 
10021H 18 35 

SAMPLE NO. : 

10023 ’ 
10024 ’ 
10025 ’ 
10026 ’ 

20 110 
5 15 
2 10 
5 60 

10027 3 25 
10028 6 80 
10029 
10030 ’ 
10031 ’ 

6 20 
3 20 
2 22 

10032 ’ 4 25 
10033 3 8 
10034 ’ 24 2 1 
10035 ’ 30 6 5 
10036 -. 26 3 2 
10037 ,- 42 8 1 3  
10038 ’ 38 4 5 

, 
L4 u 

10039 ’ 28 4 1 

10041’ 44 13 1 
1- 

10042 - 6 
r 10043 10 
i 10044- 
j 10045- 

10046 - 
8 
3 
1 

MEMBER 
CANADIAN TESTING 

4 5 = 3 C l l T ’ O Y  

CERTIFIED BY: _..... ... ____._______ ___.._ . .. ?..... . .....____.___.___. \- 



212 BROOKSBANK AVE. 
NORTH VANCOUVER, B.C. 
CANADA V7J 2C1 

AREA CODE: 604 
TELEPHONE: 984-0221 

CHEMEX LABS LTD. TELEX: 04-352597 

\ 
,' 

ANALYTICAL CHEMISTS GEOCHEMISTS REGISTERED ASSAYERS 

60007 42 2 120 7 
60008 32 3 95 3 
60009 60 3 100 3 
60010 72 3 100 3 
b U O l l  48 3 100 3 
60012 60 4 150 7 
60013 50 7 185 25 
60014 132 8 725 20 
60015 52 4 150 5 

CERTIFICATE OF ANALYSIS 
TO: S h e l l  Canada Resources Ltd.  

Minerals  Dep t. 
P.O. Box 100 

CERTIFICATE NO. 54898 

INVOICE NO. 37506 

July 23/80 RECEIVED 

Calgary,  A l t a .  T2P 2H5 P.O. #PM 927223 ANALYSED 
Aug. 1 /80  ATTN: M r .  Gordon Moffat CC: Brad Cooke P r o j e c t  !I3091 U 

PPM PPM PPM PPM 
cu  Mo Zn W 

20238 48 3 125 40 
20239 13 0 8 80 70 
20240 106 6 100 80 
20241 8 1 10 5 

SAMPLE NO. : 

20243 10  4 85 60 
20244 10 4 55 50 
20245 24 3 115 175 
20246 36 8 160 275 
20247 8 2 60 12 
20248 1 2  4 35 3 
20249 8 2 55 1 

10 3 65 3 
10 3 60 5 

20252 8 6 50 40 
20253 46 6 215 50 
20254 20 4 75 40 
20255 34 8 140 35 
20256 40 4 100 40 
20257 38 6 115 20 
20258 40 3 120 20 

r n 1 c n  r n  
L 
.-I U 8  7 IJY V U  

20259 34 6 90 25 

20261 78 6 1 4  0 20 
30 4 125 50 I-%%& 26 2 70 45 

60002 24  1 60 10 
60003 24 1 70 7 
60004 18 2 75 3 
60005 26 1 85 1 
60006 34 1 80 1 



212 BROOKSBANK AVE. 
NORTH VANCOUVER, B.C. 
CANADA V7J 2C1 
TELEPHONE: 984-0221 
AREA CODE: 604 CHEMEX LABS LTD. TELEX: 0 4 - 3 5 2 5 9 7 

50007- 16 2 8 
50008 A 10 1 4 
50009 ’ 30 2 1 
50010‘ 6 3 3 
50011 40 2 2 

1 1 
3UU13 - 34 I q -  

50012 -. 42 

50014 46 4 100 

_ .  , .- * . - 

ANALYTICAL CHEMISTS GEOCHEMISTS REGISTERED ASSAYERS 

- _ _  

CERTIFICATE OF ANALYSIS 
TO: Shell Canada Resources Ltd.  

Box 160 
Cassiar, B.C. 
VOC 1EO 

AnN: Brad Cooke PROJECT 53091 U 

CERTIFICATE NO. 53859 

INVOICE NO. 36674 

June 25/80 RECEIVED 

ANA LYSE D July 7/80 
PPM PPM PPM 
cu Mo 

20002 50 12 150 
W 

SAMPLE NO. : 

20003 ’ 40 8 85 
20004 ’ 50 5 65 
20005 1 96 14 125 
20006’ 52 14 35 
20007’ 34 10 55 
20008 ’ 20 7 7 
20009 ’ 26 17 10 
20010’ 32 59 8 
20011’ 22 22 8 
50001’ 6 3 5 
50002 ’ 6 1 2 
50003 ’ 12 1 5 
50004 ,- 8 1 2 
50005, 8 1 2 
50006 ’ 16 2 6 

50015 ’ 10 2 15 
50016’ 36 2 1 3  
50017’ 36 3 1 
50018- 74 3 1 
50019’ 52 3 1 
50020 ’ 70 2 1 
50021 66 1 1 
50022 ‘ 70 2 1 
50023 ’ 8 3 1 
50024 ’ 54 2 1 

CERTIFIED BY: ...._..__ ~ _____.______._____.............. ................................ MEMBER 
CANADIAN TESTING 

4 5 c o c I I T I - v  



212 BROOKSBANK AVE. 
NORTH VANCOUVER, B.C. 

V7J 2C1 CANADA 

AREA CODE: 604 
TELEPHONE: 984-0221 

CHEMEX LABS LTD. TELEX: 04-352597 

00001 ' 7  

00002 ' 
000031 
00004 
00005 ,- 
00006 
0000 7 ' 
00008/ 
00009' 
00010 ' 
00011~ 
00012 ' 
00013 ' 

ANALYTICAL CHEMISTS GEOCHEMISTS REGISTERED ASSAYERS 

1 2  
6 
11 
20 
6 
1 
5 
5 
2 
9 
2 
3 
1 

CERTIFICATE OF ANALYSIS CERTIFICATE NO. 53857 

a - 

TO: She l l  Canada Resources Ltd. 
Box 160 
Cassiar, B.C. 
VOC 1EO 

ATTN: Brad Cooke PROJECT !I3091 U 

00020' 5 
00021' 1 
oo*2*.7 __ b 

INVOICE NO. 36674 

RECEIVED June 25/80 

ANALYSED Ju ly  7/80 

\ 

00023-' ' 5 
10001' 1 
10002 ' 2 
10003/ ; 3 
10004' ; 1 
10005- I 1 
10006- i 1 
10007 ' 1 
10008 1 
10009 ' 1 
10010' 1 
10011 A 2 
10012 1 
10013' 1 

16 25 15 ;::;;:I 6 1 7  
10016 ' 1 8 13  
10017 ' 3  7 12 

00016y , 
00017 
00018 ' 
00019 ' 

CTA m - .  ., . -".f""R 



CHEMEX LABS LTD. 

0072 42 4 94 5 

0074 56 5 158 7 
0073 10 2 4 122 25 

0075 80 i 98 12 
0076 130 7 1000 200 

--I, 

I 1  _. -s--- dJ.- 132 
0078 66 3 138 12 

212 BROOKSBANK AVE. 
NORTH VANCOUVER, B.C. 
CANADA V7J 2C1 

AREA CODE: 604 
TELEPHONE: 984-0221 

TELEX: 04-352597 

- 

ANALYTICAL CHEMISTS GEOCHEMISTS REGISTERED ASSAYERS 

54435 

37088 

CERTi FICA-TE At.lAr. I’s15 CERTIFICATE NO. 

TO: Shell Canada Resource8 Ltd., INVOICE NO. 

RECEIVED July 10/80 Minerals Dept. cc: B .  Cooke 
P.O. B o x  100 

7 

Calgary, Alta. ANALYSED July 21/80 
ATTN: T2P 255 PROJ. 3091U PM# 927223 

PPM 

0089 164 15 34 13 
009 0 66 5 72 5 
w 9  1 42 3 78 4 
009 2 50 5 76 7 
0093 62 4 104 7 
0094 52 4 78 5 

SAMPLE NO. : cu Ma Zn W 

0025 6 2 64 4 
0026 16 2 56 4 

0024 6 I 3z 5 

. .~ 

0027 12 2 64 2 
0028 16 2 64 4 
0029 6 1 62 7 
0030 6 1 66 5 
0031 6 2 58 5 
0032 8 6 66 10 
0033 10 2 62 12 

0035 14 5 80 7 
0036 20 4 94 3 
0068 28 2 198 9 

0034 8 1 62 5 

0069 68 3 124 13 
0070 a0 3 164 17 
007 1 116 4 104 15 

.. 

0083 4 3 6 1 
0084 52 4 104 10 
0085 32 8 30 12 
go86 

0088 
0087- 

30 8 38 5 
30 22 62 7 
64 2 58 10 

I 1 

_...... CERTIFIED BY: ....._. MEMBER 
CANADIAN TESTING 

ASSOCIATIFN 



212 BROOKSBANK AVE. 
NORTH VANCOUVER, B.C. 
CANADA V7J 2C1 
TELEPHONE: 984-0221 
AREA CODE: 604 CHEMEX LABS LTD. TELEX: 04-352597 

I P 
/ ANALYTICAL CHEMISTS GEOCHEMISTS REGISTERED ASSAYERS 

CERTIFICATE OF ANALYSIS CERTIFICATE NO. 54O36 
TO: Shell Canada Reaourcas Ltd.  INVOICE NO. 37088 

Minerale D e p t .  
P.O. Box 100 PROJ. 3091U PH # 927223 RECEIVED July 10.80 
Calgary, Alta. 

ATTN : cc: B. Cooka ANALYSED July 21/80 

PPM PPH PPH PPM 
cu Ho Zn W 

0095, 40 5 94 5 
0096 50 3 98 S 
009 7/ 44 2 505 10 
0098’ 52 3 120 5 

SAMPLE NO. : 

0099’ 34 3 72 7 
0 100‘ 20 3 54 4 
0101’ 
0102” 
0103, 

64 3 96 10 
68 3 94 7 
98 4 380 15 

0104 56 3 24 5 17 
0 10Y 66 6 02 7 
0106’ 86 8 128 10 
1005 7 80 135 570 5 
100 58 52 4 130 2 
10059 46 3 108 1 
10060 72 2 184 5 
1006 1 
10062 
10043 

250 2 102 2 
44 2 114 1 
52 3 96 2 

10064 40 3 9 4  1 
10065 16 3 38 1 
10066 28 4 60 1 

200 12 30 4 4 3  I4Q 
28013 28 4 4 75 10 
2;?014 66 7 880 1 5 
20015 54 3 122 12 
200 16 74 5 58 15 
200 17 122 6 52 12 
20018 186 5 102 37 
20019 108 5 90 39 
20020 102 8 84 55 
20021 100 5 98 15 
20022 60 4 1200 23 
20023 68 4 156 9 
20024 106 8 550 60 
2002Y 26 6 108 >400 
2002e 30 4 98 20 
20027’ 72 6 160 50 
200281 114 8 44 35 

8. &---- -44- _________ & ___ 

CANADIAN MEMBER TESTINO 
CERTIFIED BY: __... \- :.. .. ___...._._._ ..._ _._.____.__......~........ .......... 

ASSOCI&T1ON 



212 BROOKSBANK AVE. 
NORTH VANCOUVER, B.C. 
CANADA V7J 2C1 

AREA CODE: 604 
TELEPHONE : 984-0221 

CHEMEX LABS LTD. TELEX: 04-352597 

Mo Zth W SAMPLE NO. : cu 
20029 62 4 50 1 
20030 I’ 64 5 72 25 
20031 148 5 128 60 
20032- 90 5 66 30 

GEOCHEMISTS REGISTERED ASSAYERS 
J, / ANALYTICAL CHEMISTS 

‘ 
” 

CERTIFICATE OF ANALYSIS CERTIFICATE NO. 54437 

TO: S h e l l  Canada Resources Ltd. INVOICE NO. 37088 

20035’ 88 4 44 2 
20036’ 56 3 60 1 
20037’ 56 4 80 7 
20038 ‘ 56 2 72 5 
20039’ 156 9 94 50 
20040 104 6 66 70 
2004 1 96 6 64 45 
20042 86 a 56 120 
20043 68 4 154 70 
20044 54 6 96 39 
20045 38 4 196 10 
20046 24 2 94 7 

ninerala Dept. 
P.O. Box 100 PROJ. 3091 U PH 927223 RECEIVED July 10/80 

74 5 82 10 
60 3 70 4 

L I 

CERTIFIED BY: 
MEMBER 

CANADIAN TESTING 
AFSOCIATICN 



212 BROOKSBANK AVE 
NORTH VANCOUVER, B C 

CANADA V7J 2C1 

CHEMEX LABS LTD. 
TELEPHONE (604)984-0221 

I ANALYTICAL CHEMISTS GEOCHEMISTS REGISTERED ASSAYERS TELEX 043-52597 

I , 
1 1  CERTIFICATE OF ANALYS13 I I 
I '  I 1  

TO : Shell Canada Resources l t d - 9  CERT- # : A8010422-001-A 
Box 160 i N V U I C E  1 t 38988 
Cass4at0 B-Co OAT€ : 19-SEP-80 
voc 1EO 

3091 U-HCDAHE PROJ- 

-__[ro_mo__----- 
0061 1 

1 E:32 
0061 4 

- o o b 1 3 - -  - -  

00616 
00617 
00618 
00619 

I I 



PPM PPM PPM PPM 
cu  Mo Zn W 

00133 / 325 14  178 30 
00134’ 120 2 130 20 
00135‘ 80 2 104 5 
00136 108 2 146 8 

, 00137’ 68 1 15 4 9 
00138’, 120 5 225 14  

SAMPLE NO. : 

00139 ,, 94 10 138 325 
00140” 132 5 200 34 
001411 20 3 54 35 
00142. 34 2 104 175 
00143 24 18 15 2 75 

9 
00144 34 2 6 10 25 , 
00145 42 4 15 6 60 
00146 46 5 62 300 
00147, 12 1 58 70 
00148 26 5 142 75 
00149 34 6 98 150 
00150 42 5 84 16 0 
00151 40 4 86 180 
00152 34 4 106 125 
0015 3 58 2 102 22 

, 

155 58 CI sn - - 1 00154 84 2 140 8 

00156 134 6 138 25 
. -  

00612 48 3 48 5 
00163, 104 13 1200 2 

00157 116 5 94 30 
00158 2 70 8 198 75 

‘9 

00159 15 2 4 260 20 
00160 148 4 14 2 30 
00161 64 3 74 1 

00164 180 12 4 15 5 
00165 15 6 16 1400 1 
00166’ 110 4 100 1 
0016 7’ 170 12 280 1 

00169,‘ 110 8 370 1 
00170 ’ 80 3 124 11 
00171’ 84 3 345 9 
10084 * 44 . 4  72 1 

00168’ 118 1 885 1 

CERTIFIED B Y :  .... MEMBER 
CTA 

IA A ‘CANADIAN TESTING 
ASSOCIATION 



-~ - 

CHEMEX LABS LTD. 

212 BROOKSBANK AVE. 
NORTH VANCOUVER, B.C. 
CANADA V7J 2C1 
TELEPHONE: 984-0221 
AREA CODE: 604 
TELEX: 04-352597 

CERTIFICATE OF ANALYSIS CERTIFICATE NO. 54890 



212 BROOKSBANK AVE. 
NORTH VANCOUVER, B.C. 
CANADA V7J 2C1 
TELEPHONE : 984-0221 604 
AREA CODE: CH EM EX LABS LTD. TELEX: 04-352597 

00112' 

GEOCHEMISTS REGISTERED ASSAYERS fW ANALYTICAL CHEMISTS 

CERTIFICATE OF ANALYSIS 
TO: S h e l l  Canada Resources Ltd. 

CERTIFICATE NO. 54891 

INVOICE NO. 37506 
Minc 
a n  

era ls  Dept. RECEIVED J u l y  23/80 .,,. Box 100 P.O. #PM 927223 
pslpary. A l t a .  T2P 2H5 P r o j e c t  13091 U ANA LY SE D Aug. 1/80 

Y - -  
ParAnn Mof f a t  C m &  

ZD W 
126 17 

PPM PPM PPM PPM 
Cll 

I 
Mo 

I SAMPLE NO. : 

114 5 00213' 
00214 -' c c  
nnq 07% 

1006Y 
10070' 
100 7 ~ '  
10072' 1 

64 
315 
12 8 

13 
25 
11 i 156 1 

106 20 
1 an i n  76 45 
IV " 

10073- 22 2 
i nc, h 10 0 7 4,- 

10075' AIV 4.v 

10077. 186 - 

1 10076- 16 6 11 

10078- 230 

~ 

10 

. -  

64 
62 

35 
100 

I lUUDl 
I"- - 

1 2  
17 

10082 
10083 96 2 330 

1 7  2 40 

I L  

40 
L U V J U  

1700 
e r r  

80 1 2  20051 1 

20052 7 7  1 -  

2005 3 I 20054 

LU L33  J. LL 

88 11 350 150 
260 56 395 >400 
f# 7 r; 1 R  650 45 ~- -.. - r , J  

65 
55 

20055 
20056 
2005 7 

250 10 190 
31 n 18 108 

1 20058 
- --- 

1 4  4 6 245 37 
3 qn 5 7 35 35 
& 2" - 

35 
2005 9i 
20060 ' 
00107 

220 12 120 
20 3 115 20 

~n 00108' lil 2 -I 

00109.' 1 00110 
* 

I 

CERTIFIED BY: ...... .i \ .- MEMDER 

CANADIAN TESTING 
ASSOCIATION 



212 BROOKSBANK AVE. 
NORTH VANCOUVER, B.C. 
CANADA V7J 2c1 
TELEPHONE: 984-0221 
AREA CODE: 604 LTD. TELEX: 04-352597 

10112 48 5 115 15 
10113 210 4 120 25 
10114. 98 6 375 20 
20061' 6 3 30 12 

. 20062," 8 2 55 13 

20064 ' 8 3 35 35 
20063-' 24 6 255 130 

GEOCHEMISTS REGISTERED ASSAYERS ANALYTICAL CHEMISTS 

CERTIFICATE OF ANkLYSrS CERTIFICATE NO. 54892 

TO: Shell Canada Resources L t d .  INVOICE NO. 37506 
Minerals Dept. 
P.O. Box 100 RECEIVED July 23/80 
Calgary, Alta. T2P 2H5 P . O .  #PM 927223 ANALYSED 

Aug. 1/80 Mr. Gordon Moffat CC: Brad Cooke Proiect #3091 U AT?": 
1 

PPM PPM PPM . PPM 
cu Mo Zn W 

SAMPLE NO. : 

00113 ' 134 3 2 70 33 
00114~ 112 2 185 30 
00115. 138 3 215 30 
00116- 310 7 170 80 
00117" 188 8 775 30 
00118- 144 2 120 22 
00119' 305 10 135 60 . 
00120 / 24 2 50 225 
00121. 20 2 85 175 
00122 54 12 190 45 
00123. 260 8 370 30 1 I 00124' 194 8 160 32 
00125 198 10 160 40 

1 1 4  00126 126 5 2 80 35 
0012 7 176 7 205 40 
00128, 15 0 4 245 20 
00129 
00130 
00131 

2 10 8 160 65 
14 0 4 65 25 
142 3 145 13  

00132 290 8 220 35 
10101 ' 230 12 100 50 

Q A  4 "" 
90 5 70 28 

10104 9 105 25 
----2O- -- 

10105 20 4 120 60 
10106- 64 6 115 20 
10107 26 3 a5 25 
10108- 14 6 60 20 
10109- 80 6 170 2 00 
10110 36 5 95 20 
10111 24 8 110 55 

1 

CERTIFIED B Y :  ._._.__._....____ ~ 

MEMBER 
CANADIAN TESTING 

r<,Or,,T,nh 



CHEMEX LABS 

00182 6 2 45 8 

00185 4 1 25 4 

00187 4 2 30 10 

20089 2 35 1 2  545 20 

00183 1 2  _ -  -___-__ 5 - - ____I- 
60 4 

00184 8 2 40 8 

00186 2 1 25 6 

20087* 76 6 390 225 
20088 42 7 345 65 

20090 280 23 165 60 
20091 360 1 0  180 65 
20092, 300 12 110 70 
20093 370 34 25 5 65 

-__- 

LTD. 

- 

CERTIFICATE OF ANALYSIS  
TO: S h e l l  Canada Resources Ltd.  

1)) 

212 BROOKSBANK AVE. 
NORTH VANCOUVER, B.C. 
CANADA V7J 2C1 
TELEPHONE: 984-0221 
AREA CODE: 604 
TELEX: 04-352597 

20096 160 6 95 45 
20097 ' 270 20 115 40 

20099 270 34 45 8 
20098; 52 4 12 5 11 

CERTIFICATE NO. 54893 

INVOICE NO. 37506 

RECEIVED J u l y  23/80 Minerals  Dept. 
P.O. Box 100 

M r .  Gordon Moffat  CC: Brad Cooke P r o j e c t  /I3091 U 
PPM PPM PPM PPM 
cu  Mo Zn W 

ATTN : Calgary,  A l t a .  T2P 2H5 P.O. #PM 927223 Aug. 1/80 

SAMPLE NO. : 

20067 " 104 6 160 1 0  
20068' 180 14 2 30 100 
20069 112 8 170 18 
20070 114 8 155 30 
20071' 3 6 5  8 3 5 5  qn 
20072: 100 3 115 8 
20073 46 2 40 1 
20074' 28 4 45 13 
20075 " 56 9 200 1 
20076' 130 4 275 3 3  
20077/ 92 8 280 1 
00172 / 58 5 125 45 
00173. 22 5 80 65 
00174 44 1 2  110 325 
00175 50 4 45 75  
00176 1 4  2 25 20 
001 7 7 44 5 150 90 
00178 58 5 200 175 
00179 22 4 100 80 

, 

00180 4 1 25 13 
00181 8 2 40 1 4  

20094 2 60 12  100 80 
20095. 335 26 295 >400 

1 . I  I 

CERTIFIED BY: MEMBER 

CANADIAN TESTINO 
ASSOCIATIDN 



212 BROOKSBANK AVE. 
NORTH VANCOUVER, B.C. 

V7J 2C1 CANADA 

AREA CODE: 604 
TELEPHONE: 984-0221 

CH EM EX LABS LTDm TELEX: 04-352597 

ANALYTICAL CHEMISTS GEOCHEMISTS REGISTERED ASSAYERS 

Y 

PPM PPM PPM PPM 
c u  Mo Zn W 

20100 ’ 230 10 825 50 
20101” 225 10 800 65 
20102’ 174 5 2 30 70 

20104’’ 250 8 175 60 

S A M P L E  NO. : 

20103” 290 6 195 90 

20105’ 114 7 250 20 
2 0 1 0 d  78 4 170 10 
20107/ 160 12 170 30 
20108 88 4 610 100 
20109 76 3 375 75 
20110 196 10 655 100 
20111 94 8 765 35 
20112 56 10 70 45 
20113 54 8 80 40 , 
20114 72 6 150 125 
20115 38 4 115 50 
20116 26 4 90 25 
20117 46 2 60 13 
20118 26 3 75 5 
20119 42 5 10 5 35 
20120 22 4 110 1 
20121, 30 4 80 4 
20122 22 4 115 3 

4 3  
_ _  - 

4 70 8 

11 

30 
- 20125 58 6 95 55 

20126 52 8 95 40 
20127 52 5 155 1 5  
20128 64 4 100 20 
20129 80 9 795 70 
20130 58 8 305 65 
20131 26 10 300 1 2  
20131 40 5 3 60 55 
20132B 20 4 90 85 
20134- 1 6  2 60 10 
20135 / 18 2 65 6 
20136 1 4  2 55 6 
20137s’ 1 4  2 50 7 
20138 1 2  2 50 8 % 

20139. 14 4 55 10  

20124 58 4 90 

: 

j 
L. 



CHEMEX LABS 

, 

lo 

- 

9’ 

212 BROOKSBANK AVE. 
NORTH VANCOUVER, B.C. 

V7J 2C1 CANADA 
TELEPHONE: 984-0221 
AREA CODE: 604 LTD, TELEX: 04-352597 

Aug. 1/80 
ATTN: M r .  Gordon Moffat  CC: Brad Cooke P r o j e c t  83091 u 

PPM PPM PPM PPM 
SAMPLE NO. : 

C11 Mn Zn W 
1 4  2 55 8 20140 ‘ 
1 2  8 40 1 4  20141. 
10 2 35 10 20142- 

00215 / 58 7 130 15 
00216/ 56 6 13 5 9 
00217f 52 4 135 1 6  

00219 

00221 
00222 
00223 ’ 
00225’ 
00226 
00227 
00228 
00229 
00230 
00231 
00232 

26 2 85 14  00233’ 
65 1 7  0 ~ 9 3 ,  16 3 ~~~~ 

00235 
002 36 
20165 
20166 

20 16 8 
20169 
20170 
20171. 
20172. 

20176 
20175- 42 4 100 
20176- 
2017 7’ 
20143’ 

00218. 54 3 120 9 
50 4 110 1 2  

0022d 34 2 90 3 
40 2 100 3 
78 2 95 1 2  

00224’ 46 2 100 3 
36 4 80 1 

30 3 80 5 
38 2 100 7 
40 4 110 12 
32 4 90 10 
26 2 65 8 
26 3 70 8 

12 3 65 10 
16 2 60 8 

1 4  1 60 12 

1 4  1 50 1 2  
46 2 110 5 
34 2 85 5 
44 5 115 4 
30 3 100 1 2  
32 3 95 10 

38 2 110 3 
36 3 95 12 
1 2  6 50 12 

52 2 100 50 
, 

30 2 80 6 

0 - __ - 

26 1 85 6 
18 2 65 6 

16 2 50 16 
2016 r 

201732 

1 

8 20144 ’ 1 6  5 55 

GEOCHEMISTS REGISTERED ASSAYERS -/ ANALYTICAL CHEMISTS 

CERTIFICATE OF ANALYSiS 
TO: S h e l l  Canada Resources  Ltd.  

CERTIFICATE NO. 54895 

INVOICE NO. 37506 

I I 
MEMBER CERTl F IED BY:  .__.. \- ....................................... ................................ _ -  

CANADIAN TESTING 
ASSOCIATION 



212 BROOKSBANK AVE. 
NORTH VANCOUVER, B.C. 
CANADA V7J 2C1 

604 AREA CODE: 
TELEPHONE: 984-0221 CHEMEX LABS LTD. TELEX: 04-352597 

GEOCHEMISTS REGISTERED ASSAYERS 

CERTIFICATE OF ANALYSIS 

Shell  Canada Res.ources L t d .  TO: 

CERTIFICATE NO. 54896 

INVOICE NO. 37506 
Minerals Dept .  

RECEIVED July 23/80 
P-0. Box 100 

~ ~ . _  - .^_ - _ - _  
ATTN: Calgary, Alta. T2P 2H5 P.O.  #PM 927223 ANALYSED Aug. l/8U 

Mr. Gordon+ CC: Brad Cooke e r t  #?091 TT 
PPM PPM PPM PPM 

Zn cu Mo W 
1: 12 2 50 

3AMPLk NU. : 

- .  
I 20145’ 

2 45 1: I 20146’ 12 

18 1 ou 1 
._ _ .  

L 
2 

2 55 8 
7 45 

2 65 14 

20147‘ 14 
8-n 

20148’ 14 2 
c 

18 

3 50 12 I 20152’ 12 

14  1 1 
_ _  

55 

2 65 9 I 20151 18 

12 
-~ I 20153’ 10 2 50 

. A *  - *  I 
CERTIFIED BY:  .______ _ _  ___. ~ ................................ ............................. MEMBER 

CANADIAN TESTING 
ASSOCIATION 



CHEMEX LABS 

212 BROOKSBANK AVE. 
NORTH VANCOUVER, B.C. 
CANADA V7J 2C1 

AREA CODE: 604 
TELE PH 0NE: 984-0221 

0 4 - 3 5 2 5 9 7 LTD. TELEX: 

/ ANALYTICAL CHEMISTS 9 GEOCHEMISTS REGISTERED ASSAYERS 

CERTIFICATE OF ANALYSIS 

To: Shell Canada Resources Ltd. 
Minerals Dept . 
P.O. Box 100 

CERTIFICATE NO. 54897 

37506 
July 23/80 

INVOICE NO. 

RECEIVED 

I 

20213 4 1 15 10 
20214 8 1 45 3 
20215 10 2 70 1 
20216 10 3 40 a 
20217 8 1 50 9 
20218 18 3 55 12 

I 20219 20 3 60 11 1 

20222 2 6 10 50 
20223 6 1 15 9 
20224 14 5 40 40 
20225 16 2 45 10 
20226 14 a 70 15 
20227 28 6 225 20 
,20228 52 3 110 14 
,20229 42 4 95 40 
/20230 48 3 110 14 
20231 44 3 75 11 
/20232 54 5 115 50 
/20233 72 4 80 50 
I 20234 118 18 225 70 

I 20235 92 5 175 12 
/20236 36 3 130 50 
20237 18 3 80 70 

I 1 

MEMBER 
CANADIAN TESTING 

ASSOCIATION 

CERTIFIED BY:  ____.. 



,/’ 
,‘ 

3 

CHEMEX LABS 

20259 34 6 90 
?? -50 @ - 9 1 - 1 0  -- -60- . _. - 
20261 78 6 140 20 
20262 30 4 125 50 
60001- 26 2 70 45 
60002 24 1 60 10 
60003 24 1 70 7 
60004 18 2 75 3 
60005 26 1 85 1 
60006 34 1 80 1 
60007 42 2 120 7 
60008 32 3 95 3 
60009 60 3 100 3 
60010 72 3 100 3 
bOOll 48 3 100 3 
60012 60 4 150 7 
60013 50 7 185 25 
60014 132 8 725 20 
60015 52 4 150 5 

- 

LTD. 
GEOCHEMISTS REGISTERED ASSAYERS / 0 ANALYTICAL CHEMISTS 

CERTIFICATE OF ANALYSIS 

212 BROOKSBANK AVE. 
N O R T H  VANCOUVER, B.C. 
CANADA V7J 2C1 

AREA CODE: 604 
TEL E P H  O N  E : 

TELEX: 04-352597 

984-0221 

CERTIFICATE NO. 54898 

TO: S h e l l  Canada Resources  Ltd.  INVOICE NO. 37506 
Minerals  Dept. 
P.O. Box 100 
Calgary,  A l t a .  T2P 2H5 

J u l y  23/80 

Aug. 1 /80  

RECEIVED 

P.O. #PM 927223 ANALYSED 
ATTN: M r .  Gordon Moffat  CC: Brad Cooke P r o j e c t  #3091 U - 

1 

. PPM PPM PPM PPM 
SAMPLE NO. : 

cu Mo Zn W 
20238’ 48 3 125 40 
2 0 2 39/* 13 0 8 80 70 
20240 106 ‘ 6  100 80 
2024V 8 1 10 5 
20242, 17  8 75 7511 
20243’ 10 4 85 60 
20244 10 4 55 50 
20245 24 3 115 175 
20246’ 36 8 160 275 
20247 8 2 60 12 
20248 12 4 35 3 
20249- 8 2 55 1 

20251 10  3 60 5 
14  20250 10  3 65 3 

, 

20252 8 6 50 40 
20253 46 6 215 50 
20254 20 4 75 40 
20255 34 8 140 35 
20256 40 4 100 40 
20257 38 6 115 20 
20258 40 3 120 20 

I t  

\-- 
rn 

CERTIFIED BY:  ..._._....._...___..._.........._.___..................................... MEMBER 
C A N A D I A N  TESTING 

ASSOCIATION 



/ 

212 BROOKSBANK AVE. 
NORTH VANCOUVER, B.C. 
CANADA V7J 2C1 
TELEPHONE: 984-0221 
AREA CODE: 604 CHEMEX LABS LTD. TELEX: 04-352597 

/’ ANALYTICAL CHEMISTS GEOCHEMISTS REGISTERED ASSAYERS 

CERTIFICATE OF ANALYSIS CERTIFICATE NO. 54899 

TO: S h e l l  Canada Resources Ltd.  
Minerals Dept. 
P.O. Box 100 

INVOICE NO. 37506 

RECEIVED J u l y  23/80 

Calgary,  A l t a .  T2P 2H5 P.O. #PM 927223 ANALYSED Aug. 1/80 
M r .  Gordon Moffat CC: Brad Cooke P r o j e c t  !I3091 U 

PPM PPM PPM PPM 
cu Mo Zn 

ATTN: 

W 
60016 1 0  3 55 1 2  
60017 12 2 50 3 
60018’ 18 2 70 7 
60019’ 18 3 80 1 0  
6 0 0 2 d  18 3 65 14  
60021p 14 4 60 15 
60022/ 14  4 50 12 
60023‘ 18 24 55 15 
60024/ 36 1 2  130 1 2  

SAMPLE NO. : 

600251’ 22 8 65 45 
60026 16 6 55 12 

‘ F  
60027 6 2 30 40 
60028 10  2 50 12 
60029 6 2 40 1 2  
60030’ 8 2 45 15  
60031 8 2 55 1 4  
60032 10 10  30 1 4  
60033 1 2  8 50 1 4  
60034 1 2  1 6  50 14 
60035 8 7 45 12  
60036 1 4  9 55 20 
60037 16 10 90 1 7  

60039 1 4  5 70 15 
60040 20 3 75 15 
60041 18 2 60 10 
60042 1 2  3 60 10  
60043 16 3 55 1 2  
60044 20 2 85 20 
60045 1 2  2 45 1 7  
60046 12 2 50 20 
60047 16 2 65 1 
60048 20 1 70 1 0  
60049 38 4 110 10 
60050 28 2 110 8 

3Q 9 5 5 5  
-I” ” - -L 

bUU3I LU L Il.3 I 1 60052 26 2 75 12 
3 60053 42 4 110 7 

‘1 20078‘ 340 6 250 20 
60054’ 42 3 115 15 

CERTIFIED 8” -  
MEM8ER 

CANADIAN TLSTING 

ASSOCIATION 



CHEMEX 3 

9 

r ANALYTICAL CHEMISTS GEOCHEMISTS 

00303 32 5 116 5 
00304 26 2 68 75 

00306 22 10 58 35 

00309 34 3 128 20 
00310 32 1 22 5 

00305 26 5 74 25 

00307 34 7 90 27 
00308 38 6 126 27 , 

LABS LTD. 
REGISTERED ASSAYERS 

212 BROOKSBANK AVE. 
NORTH VANCOUVER, B.C. 
CANADA V7J 2C1 
TELEPHONE: 984-0221 
AREA CODE: 604 
TELEX: 04-352597 

CERTIFICATE OF ANALYSIS CERTIFICATE NO. 55467 

3802 1 

Aug. 10/80 

Aug. 20/80 

TO: Shel l  Canada Resources L t d .  INVOICE NO. 
Minerals. D e p t  . 
P.O. Box 1QQ 
Calgary, Alta 

RECEIVED 

PROJECT #3091-U P.O. #pm 927223ANALYSED 
ATTN: 

PPM PPM PPM PPM 
cu Mo Zn W SAMPLE NO. : 

A0297 40 6 142 10 
00298 
00299 
00300 

18 4 48 40 
20 11 68 13 
22 9 98 10 

I 00301 74 8 98 10 
00302 16 5 76 8 

003 12 20 2 68 10 

00314 18 4 66 12 
00315 18 4 52 10 
00316 20 4 54 12 

00318 18 3 54 10 
72--------+ 

003 13 10 2 48 23 

00317 24 3 66 15 

- 
00320 12 2 68 13 
0032 1 12 5 88 50 
00322 8 2 64 5 
00323 12 4 64 37 
00324 26 45 94 15 
00324 14 5 48 10 
00325 10 9 56 15 
00326 8 4 52 27 
00327 
00328 
00329 

18 7 74 35 
6 4 36 37 
6 3 40 7 

00330 6 4 38 5 
00331 8 2 52 5 
00332 4 2 24 7 
00333 12 2 40 7 
00336 12 7 54 10 
00338 10 14 44 10 

s t  1 
Y C M I ) U  

CANADIAN TLSTINQ 
ASSOC!BTlON 

CERTIFIED BY: ............................................................................. 



212 BROOKSBANK AVE. 
NORTH VANCOUVER, B.C. 
CANADA V7J 2C1 
TELEPHONE: 984-0221 
AREA CODE: 604 CHEMEX LABS LTD. TELEX: 04-352597 

ANALYTICAL CHEMISTS GEOCHEMISTS REGISTERED ASSAYERS 

CERTIFICATE OF ANALYSIS CERTIFICATE NO. 55468 

Shell  Canada Resources Ltd.  
Minerals Dept . 
P.O. Box 100 

TO: 3802 1 INVOICE NO. 

RECEIVED Aug. 10/80 
Calgary , Alta. - --.. PROJECT #3091-U P . O .  #PM 927223 ANALYSED Aug. 20/80 _ _  A l  IN: 

PPM PPM PPM PPM 

1 
cu 

nniqa - 

Mo Zn W SAMPLE NO. : 

8 3 44 

13 I 

8 32 7 U U J J J  

5 
6 

64 14 8 I 
38 

68 13 

10 46 

00340 
00341 
nn71.9 8 5 

8 5 32 

9 34 
20 14 

._ 

00344 
nnw. C. 5 _ -  

34 23 2 
17 112 20 

00347 
00348 13 

UUJ-tU 

- 

12 104 

I 7 
22 
6 4 46 
4 5 40 10 - -  4 34 1L 

h 46 12 
2 34 5 

00353 h 
00352 6 

6 
82 

00354, 
24 

6 2  
00355 

8 
30 

00356 
6 

26 
00357 

6 
22 

00358 
2 

28 
00359 

4 
1 

I 4  
7 2  

00360 
16 15 
14 

74 
00362 

27 18 
56 

00363 
17 8 

62 
00364 

4 6 
46 

00365 
2 4 

48 
00366 

3 4 
62 

00367 
9 16 

66 
00368 

3 10 
40 

00369 
4 6 

42 
00370 

5 8 
50 

00371 
3 6 

34 
0037L 

2 4 
6 66 

00373 ’ 
12 

56 
00374’ 

4 12 
72 

00375 
2 8 

52 
OQ3 7 6 

3 6 
62 

00377 
6 3 00378 

13 
10 
5 
12 
5 
10 
15 

20 
15 
10 
5 
5 
17 
8 
17 
15 
15 
10 
13 
15 
7 
5 
25 

9 
7 
2 
2 
1 
3 

_ _  I 33 -- 

MEMBER CERTIFIED BY: 
CANADIAN TESTINO 

ASSOWITlON 



CHEMEX LABS 

212 BROOKSBANK AVE. 
NORTH VANCOUVER, B.C. 
CANADA V7J 2C1 
TELEPHONE: 984-0221 
AREA CODE: 604 LTD, TELEX: 04-352597 

ANALYTICAL CHEMISTS GEOCHEMISTS 9 REGISTERED ASSAYERS 

55469 

3802 1 

CERTIFICATE OF ANALYSIS CERTIFICATE NO. 

TO: Shell CanadaResources Ltd. INVOICE NO. 

Minerals Dept. 
P.O. Box 100 RECEIVED Aug. 10/80 

Aug. 20/80 ANALYSED Calgary, Alta. 
PROJECT #3091-U P.O. bPM 927223 ATTN: 

PPM PPM PPM PPM 
cu Mo Zn W 

00379 8 3 50 2 

00381 8 6 50 12 
00382 ’ 4 5 36 5 
0 0 3 8 d  10 3 94 5 
00384’ 4 1 28 3 
00385’ 2 4 28 3 
00386/ 6 5 48 5 
00387 ’ 12 4 54 10 
00388 6 2 50 2 
00389 4 2 38 8 
00390” 4 1 52 10 
0039 1 6 2 48 12 

SAMPLE NO. : 

00380 6 2 38 15 

00392 4 3 48 30 
00393 4 1 34 15 
00394 2 1 32 12 
00395 10 6 56 7 
0039 6 10 16 48 10 
00397- 10 17  60 7 

00400 4 3 32 5 

00398 14 24 64 15 
00399 16 8 56 25 

1, 2 30 5 
6 2 38 4 

00403 2 1 18 7 
00404 6 2 52 1 
00405 

00407 
00406- 

8 5 50 7 
10 7 30 10 
2 1 34 1 

70051 28 2 62 7 
70052 32 2 94 7 
70053 48 4 96 23 
70054 58 4 88 70 
70055 52 5 76 50 
70056 1100 18 10000 35 

132 5 6400 35 
76 4 2250 40 

70057 
70058 ’ 

16 1 475 30 
42 2 100 10 

7Q06 1 30 2 62 20 I 

I J 

.._ ....... CERTIFIED BY: 
MLMECR 

CANADIAN TCSTINO 
ASSOCIATWN 



212 BROOKSBANK AVE. 
NORTH VANCOUVER, B.C. 
CANADA V7J 2C1 
TELEPHONE: 984-0221 
AREA CODE: 604 
TELEX: 04-352597 

ANALYTICAL CHEMISTS GEOCHEMISTS REGISTERED ASSAYERS 

CERTIFICATE OF ANALYSIS CERTIFICATE NO. 55470 

TO: Shell  Canada REsources Ltd. 
Minerals Dept. 
P .O.  Box 100 
Calgary, A l t a .  

ATTN: PROJECT #3091-U P.0. #PM 927223 

INVOICE NO. 

RECEIVED 

ANALYSED 

3802 1 

Aug. 10/80 

Aug. 20/80 

PPM PPM PPM PPM 
cu Mo 7,n W 

S A M P L E  NO. : 

7 00 6 2,' 36 1 68 15 
70063 18 2 52 10 
70064 8 1 18 7 
70065 26 2 66 12 
70066 3 8  3 74 10 

MEMBER 
CANADIAN TLSTINO 

ASSOCIATION 



212 BROOKSBANK AVE. 
NORTH VANCOUVER. B C. 
CANADA V7J 2C1 

CHEMEX LABS LTD. 
TELEPHONE. (604)984-0221 

043-52597 TELEX: . ANALYTICAL CHEMISTS o GEOCHEMISTS REGISTERED ASSAYERS 

1 CERTIFICATE OF ANALYSIS I 

~~ 

00550 74 4 165 2 
00551 66 3 104 . 5  

r 0  : S h e l l  Canada Resources  Ltd.t 
Box 160 
Cassiart B m C m  
VOC 1EO 

30557 
00568 
10  2 5 0 - - ,  

C E R T o  # : A8010002-002-4 
INVOICE # : 38413 
DATE : 30-AUG-80 

PROJm 3091U 

cu Ho Zn W 

22 1 2 4 5  5 
44 1 1750 23 
540 75 ~10000 25 

74 
70 
66 

5 
3 
1 

92 ' 4  
72 2 
80 5 

00557 
09558 
00559 

62 
20 
24 

54 - 
5 2  
50 

lo 
-- 

2 0 0  
1 9 2  
505 

1 
1 
2 
5 2 

2 360 10 
4 280 lo 
2 - 88 - -  ---T7- 
1 04 
1 8 8  le, 
1 88 5 
2 76 15 

1 7 4  1 

245 - - - I__ " 

- -  

c - d 

-- -- -- 

10251 ; 1 0  1 88 1 
_I_I__l̂-_l_ll__ll 

ti0252 8 1 62 1 
10253 ' 

10254 
10255 

16 
6 
6 

2 118 
1 66 
1 138 

1 
1 
1 -- TO F O L L O W  10256 I -- -- 

10258 1 6 1 64 1 
4 1 76 1 



212 BROOKSBANK AVE 
NORTH VANCOUVER. B C. 
CANADA V7J 2C1 

CHEMEX LABS LTD. 
TELEPHONE’ (604)984-0221 

Samp 1 e cu M O  Zn H 
descr  i D t  i o n  oDm oDm DDm DDm 

0 0 5 0 1 ~  5 6  2 5  530 9 
0 0 5 0 2 ;  6 2  2 5  460 1 5  
00503 5 4  10 6 1 5  13 
00504’ 8 4  2 8 0  1 
0 0 5 0 5  1 0 6  ? 7 0  1 
0 0 5 0 6  ‘ 5 2  1 3 4  2 
0 0 5 0 7  ’ 3 4  1 3 2  5 
00508’ 2 2  1 3 0  1 5  
0 0 5 0 9  1 2 4  2 7 0  1 0  
00510 II__ - - --I-- I 1 3 0  I- 2 58 -.-____1___1_-_ -__l__l_. 

0051 1 9 2  1 7 6  5 

. .  
043-52597 TELEX: 4- 0 ANALYTICAL CHEMISTS - GEOCHEMISTS REGISTERED ASSAYERS 

0 .4  30  3 118 5 
0925L--- I _ _ _  - - __ - -3-0 - I 2- _-_lll__ll _124_----.-.--- 2 __-I - 
0 0 5 1 6  2 4  3 1 5 0  5 
0 0 5 1 7  1 4  2 1 4 6  2 
00518 26 6 1 5 2  2 5  
00519 4 3  6 162  17 

1 6  5 QLLZP - I_ 

0 0 5 2 1  2 6  1 2  
0 0 5 2 2  3 s  3 0  
0 0 5 2 3  
0 3 5 2 4  56  7 

1 9 4  

1 3 4  
h 4  1 5  378- - 

I I 1 I CERTIFICATE OF A N A L Y S I S  1 I 
0 : S h e l l  Canada Resources  Ltd.9 

Sox 1 6 0  
Cassiat. 8.C. 
voc 1EO 

CERTo # : A8010002-001-A 
INVOICE # t 38413 
OAT€ : 30-AUG-80 

P R O J o  3091U 

0 0 5 3 5  5 4  2 8 2  1 
0 0 5 3 6 ’  6 6  2 74 7 
OQ5.37 7 0  2 1 0 4  3 

6 4  2 8 2  5 
8 0  1 1 0 8  3 
8 4  1 1 0 4  2 

MEMBER 
CANAMAN TESTIN0 

ASSOCIATION 

Certified by 0 - 0  



212 BROOKSBANK AVE. 
NORTH VANCOUVER, B C 
CANADA V7J 2C1 

CHEMEX LABS LTD. 
TELEPHONE (604)984-0221 

ANALYTICAL CHEMISTS GEOCHEMISTS REGISTERED ASSAYERS TELEX 043-52597 

2 10281 
10282 8 1 46 4 
10283 6 1 6 8  3 

4 - --------I--- - -  M O  t 

6 1 8 2  5 
4 

10288 10 1 48  2 
10289 10 1 8 8  4 
10290 4 1 20 5 

-- __II_____ - 8 1 8 0  
-__~-l____l_l_____--.---il____l 

- _  - 

I 310 _ _  - 1 _ _  _ _ _  I 10286 8 
itif67 6 4 106 3 

I CERTIFICATE Of ANALYSIS 

r0 : Shell Canada Resources Ltd-9 CERT- W A8010374-001-A 
Box 160 INVOICE # : 38888 
Cassiarr B-C- DATE : 18-SEP-80 
voc 1EO 

WCOAME PROJe 3091*U 

Samp I e cu Mo Zn w 
descr i p t  i on DDrn DDrn DDm DDR 
10262 38 7 310 55 
10263 64  8 102 6 0  
10264 30 i 88 35 
10265 64 14 74  60  
10266 66 38 40 70 
10267 16 11 72  14 I 
10268 10 13 S 4  17 
10269 2 4  9 62  3 
10270 1 2  14 76 ‘ 4  
10271 18 4 82 8 
10272 94 3 470 1 4  
10273 24 5 150 10 

5 4  5 146 3 
1 -  30  3 1 2 4  3 

2 
8 
-- 

10 
6 
6 

47 
3 
2 

94 
84 

92 
76 

I__ . . - 

9 8  

10291 8 1 56 3 
10202 1 0  1 66 2 

1 

10293 
10294 
10295 

8 
4 
6 

1 
1 
1 

60 2 
66 3 
32 4 

10296 6 1 40 3 
10297 4 1 54  5 
40002 
40003 

7 0  
2 4  
38 

145 
13 
17 

420 
7 8  

118 

2 
2 
1 

MEMBER 
CAWWAN TESTINQ 

ASSOCIATION 



212 BROOKSBANK AVE. 
NORTH VANCOUVER. B C. 
CANADA V7J 2C1 

CHEMEX LABS LTD. 
TELEPHONE. (604)984-0221 

043-52597 TELEX: ANALYTICAL CHEMISTS GEOCHEMISTS REGISTERED ASSAYERS 

I 1 CERTIFICATE OF ANALYSIS 

I Sampie MO W Sn 
descr f p t  i on ppm Dpm DPRl 
5200  -- 5 5 -- 
s 201 -- 
5202 -- 
5203 -- 

-- 7 3 
2 0  3 
1s 2 

-- -- 

13 
13 
2 5  

1 
4 

12 

MEMBER 
CANAMAN TZSTINQ 

4SSOCIItlON 



f 
TO : Shell Canada Resources L td . r  

Box 160 
Cassiar. 6.Co 
voc 1EO 

CERTXFICATE OF ANALYSIS  

CERT. Y : A8010373-002-A 
X N V O I C E  # t 38887 
D A T E  : 18-SEP-80 

CH:CORD.TXN 3091E 

........ . . . . . . . . . .  . . . . . .  . . . . . .  

- . - - - I  .. - ".__I 

__I__._._._. . ..... .- .. ...... ...___..__I_. .... ..................... -. ........ 

- -1 1 -_ .- 

M E W n  

CANADIAN "€STIN0 



*-. c 

J' 212 BROOKSBANK AVE. 
NORTH VANCOUVER, B.C. 
CANADA V7J 2C1 

AREA CODE: 604 
TELEPHONE: 984-0221 

CHEMEX LABS LTD. TELEX: 04-352597 

ANALYTICAL CHEMISTS GEOCHEMISTS REGISTERED ASSAYERS 

) 

)I 

3 

CERTIFICATE OF ANALYSIS CERTIFICATE NO. 55418 

a0242 20 4 56 6 
00243 36 6 80 1 
-00244- 18 2 66 . 3  
-00245 16 7 60 35 
00246 12 10 74 12 
00247 48 27 270 13 
00248 68 29 188 14 

42 13 14 6 14 ::z 28 6 48 25 
57 76 6 40 17 

00252 14 6 28 37 
00253 8 4 22 25 
00254 8 3 18 16 
00255 46 6 36 11 
00256 12 6 52 14 
00257 22 4 66 12 
00258 14 3 46 8 

I L  . -3-- Lj,Q--.. 11 
00260 6 3 38 12 
002 61 8 5 50 9 
00262 8 3 40 12 
00263 12 7 84 10 
002 64 8 3 48 7 
002 65 10 6 62 13 
00266 38 3 54 70 
00267 24 2 84 10 
,002 68 4 5 68 20 
,00269 30 21 50 200 
00270 30 1 74 18 
,00271 26 1 78 15 
-00272 22 1 72 35 
,00273 26 1 80 7 
,00274 40 4 62 8 
00275 

a 1 ?  ~ 

Y 

50 7 78 14 
28 2 74 10 ,00276 

TO: Shell Canada Resources L t d . ,  INVOICE NO. 37950 
Minerals Dept . , c.c . -  Brad Cooke 
P.O. Box 100 Cassiar , B . C .  RECEIVED August 8, 1980 
Calgary, B . C .  T2P 2H5 

ATTN: Gordon Moffat ANALYSED August 19, 1980 

PPM PPM PPM PPM 
cu Mo Zn w SAMPLE NO. : 

00238 
00238 
40239 
00240 

10 3 52 8 
14 3 50 1 
16 4 58 3 
18 2 62 6 

ca 

MEMDLR 
CTA 

CANADIAN TESTING CERTIFIED BY: .....-.-\-w -...... 
ASSOCIATION \w 



212 BROOKSBANK AVE. 
NORTH VANCOUVER, B.C. 
CANADA V7J 2C1 
TELEPHONE: 984-0221 
AREA CODE: 604 CHEMEX LABS LTD. TELEX: 04-352597 

30 7 I (00296 i n  1 88 II 
---_ - 

52 2 
20282 70 

I U  

7 

I 

MEMOLR CERTIFIED BY: 
CANADIAN TESTING 

ASSOCIATION 



20 
35 

70036 ‘ 46 3 285 
70037’ 220 12 665 

1 I 

MEMBER 
CANADIAN TESTING 

ASSOCIATION 

CERTIFIED BY: _.____....__........... ....................................................... . 

2 68 10  70040 22 



212 BROOKSBANK AVE. 
NORTH VANCOUVER, B.C. 
CANADA V7J 2C1 
TELEPHONE: 984-0221 
AREA CODE: 604 CHEMEX LABS LTD. TELEX: 04-352597 

I 
I 

qy 

* ANALYTICAL CHEMISTS GEOCHEMISTS REGISTERED ASSAYERS 

CERTIFICATE OF ANALYSIS CERTIFICATE NO. 55420-2 

TO: S h e l l  Canada Resources  Ltd. ,  INVOICE NO. 37950 
Minerals Dept . 
P.O. Box 100 RECEIVED August 8, 1980 

c.c.- Brad Cooke 

20324 1 4  6 54 60 
20325 10 4 48 70 
20326 24 2 112 1 4  
20327 12 2 60 30 
7 W 8  78 4 60 3 5  
20329 34 4 82 45 

20331 1 6  10 78 . 100 
20332 1 4  7 94 75 

20330 26 12 200 28 

70313 10 4 48 40 
20334 1 4  4 64 65 
20335 10 4 58 70 
20336 1 4  6 84 175 
20337 38 6 102 45 
711118 14  4 70 m 
20339 8 12 42 30 
20340 74 5 114 55 
20341 8 3 38 9 
20342 8 3 38 8 
70143 4 1 20 1 3  
20344 4 2 22 8 
20345 6 2 28 1 7  

h 3 d - 2 5 -  -_ 

Calgary,  Alta. T2P 2H5 
ANALYSED 

ATTN: Gordon Moffat  P r o j e c t  #3091-U P.O. #PM 927223 

’11’ 

I 

August 1 9 ,  1980 

20347 4 1 20 6 
711348 12 4 58 8 
20349 10 4 52 1 3  
20350 10 6 52 20 
20351 8 2 36 8 
20352 6 2 28 7 
30353  56 4 1100 20 
20354 42 7 330 15 
20355 38 4 250 11 
20356 38 5 174 1 2  
20357 56 4 220 9 
20358 74 4 390 11 
20359 68 4 230 9 
20360 72 5 110 14 
20361 58 4 94 8 
20362 30 3 112 7 
20363 18 4 78 2 

1 

PPM PPM PPM PPM 
c u  Mo Zn W 

SAMPLE NO. : 

CANADIAN TCITlNG 
ASSOCIATION 

CERTIFIED BY: . . . . . . ... . . .. . . . . . . 1- ._. . . . . . . . .... . . . . . . . .. . . . 



CHEMEX 
ANALYTICAL CHEMISTS - GEOCHEMISTS 

LABS LTD. 
REGISTERED ASSAYERS 

212 BROOKSBANK AVE. 
NORTH VANCOUVER, B.C. 
CANADA V7J 2C1 

AREA CODE: 604 
TELE PHO N E : 984-0221 

TELEX: 04-352597 

CERTIFICATE OF A ~ ~ A L ' ? ' S ! S  CERTIFICATE NO. 55420-3 

TO: S h e l l  Canada Resources  L t d . ,  INVOICE NO. 37950 
Minerals Dept . , 
P.O. Box 100 

c.c.- Brad Cooke 
RECEIVED August 8, 1980 

Calgary,  Alta. T2P 2H5 
ATTN: Gordon Moffat  P r o j e c t  #3091-U P.O. #PM 927223 ANALYSED August 1 9 ,  1980 

PPM PPM PPM PPM 
cu Mo Zn W 

20364 20 4 78 7 

SAMPLE NO. : 

20365 ' 24 4 10 6 5 
20366 ' 20 4 132 5 
20367 17  8 4 98 35 

20369' 34 4 54 1 2  
20370 66 6 200 18 
20371 34 4 340 13 
20372- 200 9 2950 25 

20368;' 40 5 82 11 

20373/ 80 4 2800 70 
20374. 106 6 2300 1 2  
20375 

vd 20376 
20377 

112 5 3200 28 
120 6 1600 45 
50 2 82 8 

20378 42 5 82 9 
20379 22 4 68 11 
20380 4 1 28 1 
20381 22 2 104 13 
20382 22 4 72 45 
20383 28 2 116 32 

I -I- - 

MEMBER 
CANADIAN TESTING 

ASSOCIATION 

CERTIFIED BY: 



CHEMEX 

9 

ANALYTICAL CHEMISTS + GEOCHEMISTS 

- -  U 

80005 20 4 58 8 
80006 38 3 92 9 
80007 14 2 60 7 
80008 1 26 2 68 8 
80009, 60 4 345 100 
80010 24 .2 88 18  
80011 16  1 58 11 
80012 22 2 62 20 
80013' 30 2 66 12  
80016. 24 1 68 30 
80015' 38 2 82 7 
80016' 34 1 64 6 
80017' 38 2 48 65 
8001& 230 2 96 >400 
80019 26 2 60 1 
80020 42 2 68 2 
80021 34 2 78 8 

LABS LTD. 
REGISTERED ASSAYERS 

212 BROOKSBANK AVE. 
NORTH VANCOUVER, B.C. 
CANADA V7J 2C1 

AREA CODE: 604 
TELEPH 0 N E : 984-0221 

TELEX: 04-352597 

CERTIFICATE c)F ANALYSIS CERTIFICATE NO. 55421 

TO: S h e l l  Canada Resources Ltd. ,  INVOICE NO. 37950 
Minerals Dept. c.c.- Brad Cooke 
P.O. Box 100 RECEIVED August 8, 1980 

Calgary,  Alta. T2P 2H5 ANA LY SE D August 19 ,  1980 
ATTN: Gordon Moffat P r o j e c t  #3091-U P.O. #PM 927223 

PPM PPM PPM PPM 
SAMPLE NO. : 

cu Mo Zn w 
70041- 26 2 62 1 0  



CHEMEX 

“1 

f/ ANALYTICAL CHEMISTS GEOCHEMISTS 

80058 18 5 52 1 
80059- 12 7 34 3 
80060.. 18 4 36 6 
80061’ 22 2 54 3 

LABS LTD. 
REGISTER ED ASSAY ERS 

212 BROOKSBANK AVE. 
NORTH VANCOUVER, B.C. 
CANADA V7J 2C1 

AREA CODE: 604 
TELEPHONE: 984-0221 

TELEX: 04-352597 

CERTIFICATE OF ANALYSIS CERTIFICATE NO. 55422 
TO: S h e l l  Canada Resources Ltd.,  INVOICE NO. 37950 

/ 

Minerals Dept. c .c . -  Brad Cooke 
P.O.  Box 100 RECEIVED August 8 ,  1980 
Calgary, Alta. T2P 2H5 

A*N: Gordon Moffat ANALYSED August 19, 1980 

SAMPLE NO. : 

- ______ 

80056‘ 24 8 50 7 
80057- 22 8 60 6 

I A. 1 I 

CERTIFIED BY: MEMOER 
CANADIAN TESTINQ 

ASSOCIATION 



212 BROOKSBANK AVE. 
NORTH VANCOUVER, B.C. 
CANADA V7J 2C1 
TELEPHONE: 984-0221 
AREA CODE: 604 CHEMEX LABS LTD. TELEX: 04-352597 

88684 7 7  L 7 -4 -L 

30 4 118 14 
8008Y 98 4 168 75 

* ANALYTICAL CHEMISTS * GEOCHEMISTS * REGISTERED ASSAYERS 

CERTIFICATE OF ANALYSIS CERTIFICATE NO. 55423 

INVOICE NO. 37950 TO: Shell  Canada Resources Ltd . ,  
Minerals Deut. c.c.- Brad Cooke 
P.O. Box 100 RECEIVED August 8, 1980 
Calgary, Alta. T2P 2H5 

A T N :  Gordon Moffat  Project  83091-U P.O. 8927223 ANALYSED August 19, 1980 

80063, 32 2 68 13 
80064- 22 7 48 40 

8006W 24 2 28 20 

80070' 24 3 220 35 
8006P 154 16 490 250 

8007P 
80074- 
80075 

80079 
8008Ct 44 3 48 35 .. . 

80081, 46 3 46 30 
80082 162 7 30 100 
80083 62 8 78 60 

CERTIFIED BY:  ........i- .. .......... 












